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FOREWORD

This report describes work performed between August 1988 and June 1990 to compare
the rain erosion resistance of missile-dome materials in simulated rain fields -L the University of
Daytln Research Institute at Wright-Patterson Air Force Base in Ohio and at the Naval Air
Development Center in Warminster, Pa. Visual and microscopic observations of erosion damage
are reported and optical scatter measurements made before and after the erosion tests are
compared.

Work was carded out in the Optical and Electronic Materials Branch of the Chemistry
Division and in the Physical Opics and Thin Films Branch of the Physics Division of the Research
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SUMMARY

Six potential missile dome materials were tested in simulated rain fields in the whirling-arm
facilities at the University of Dayton Research Institute (UDRI, Wright-Patterson Air Force Base,
Ohio) and at the Naval Air Development Center (NADC, Warminster, Pa.). Flat plate specimens
with a thickness of 5.1 rnrn were expc. "d from 5 to 40 minutes at a 90 degree impact angle at a
nominal speed of 220 m/s (500 mi/h, Mach 0.64) to 2-mm-diameter raindrops falling at nominal
rates of 25 mm/h (Dayton) or 13 mm/h (Warminster). The six materials are single crystal sapphire
(aluminum oxide, Crystal Systems, Salem, Mass.), alumihum oxynitride (ALON, Raytheon
Research Division, Lexington, Mass.), spinel from two different manufacturkrs (magnesium
aluminum oxide, Raytheon and Coors Porcelain Co., Golden, Colo.), lanthana-doped yttria
(yttrium oxide with 9-mole-percent lanthanum L.de, GTE Laboratories, Waltham, Mass.) and Hoya
TAF-1 glass. Visual and microscopic observations of samples exposed to the rain field show no
damage to ALON and Raytheon spinel and little or no damage to sapphire. Coors spinel,
lanthana-doped yttrla, and TAF glass suffered significant damage, including pitting and fracture.
Total integrated light scatter at wavelengths of 0.647, 1.15, and 3.39 i4m showed little or no
change as a result of rain field exposure. Most of the suriace of most of the samples was
undamaged. Only at damage sites is ,,tere a change In optical scatter. The materials that survive
rain exposure under these conditions have negligible change of optical properties.

INTRODUCTION

The optical seeker at the nose ol a missile is protected by a transparent ceramic or glass
dome that must withstand the harsh conditions of missile flight. Exposure to rain during captive
carry beneath an aircraft wing may damage the dome and limit its service life. This study was
conducted to compare rain-erosion damage to several potential dome materials with good visible
transmission. The optical scatter of those materials ranges from very low (single-crystal sapphire
with 0.03% visible scatter in the forward hemisphere), to moderate (TAF glass with 0.15% visible
scatter), to high (Coors spinel w1th 7% visible scatter). The purpose of the study was to compare
rmchanical survival of the materiaLs and optical degradation In the rain fieWd.

METHODS

All sarmples were clear, colorless disks wfth a thickness of 5.1 mm and diameters of 22.2
mm for rain erosion tests at UDRI and 25.3 mm for tests at NADC. Materiats were exposed from 5
to 40 minutes at a 90-degree impact angle at a nominal speed ol 220 rms (500 mih, Mach 0.64) to
2-mm-diameter raindrops falling at nominal rates of 25 nvh (UDRI) or 13 mmh (NADC). Detailed
characteristics of the two rain-erosion test facililies have been described (Relerence 1). There are
Indications that aerodynamic effects can change the effeciive size of a drop in these facilities.
Also mounting effects and centrifugal foce duMring the test could result In damage independent of
raindrop iqpact.

im ¢= -3
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The materials used in this study were single crystal sapphire (aluminum oxide, A12 03,
Crystal Systems), aluminum oxynitride (ALON, 9 A1203"5 AIN, Raytheon), spinel from two
different manufacturers (magnesium aluminum oxide, MgAI20 4, Raytheon and Coors), lanthana-
doped yttria (0.91 Y20 3-0.09 La20q, GTE Laboratories) and Hoya TAF-1 glass. Some properties
taken from the literature are summarized in Table 1. Data for the TAF glass were not available.

Table 2 gives avu, age integrated scatter for the samples used in this study. To make this
measurement (Reference 2), laser light is passed through the sample and all light in the forward
hemisphere that is diverted into the cone between 2.5 and 70 degrees from the central beam is
collected and expressed as a percentage of the incident radiant power. Typically, 20 to 40
measurements were made on each disk and an average value is reported. The standard
deviations In parentheses in Table 2 correspond to the variation from the average values for ten
samples. The variation within one sample is much smaller. For most of these materials, we do not
know what fraction of light Is scattered In the back hemisphere, For lanthana-doped yttria,
however, the forward/back scatter ratio is approximately 5 at 0.6 jim, 2 at 1 Iam, and 1 at 3 pi
(Reference 3). The scatter listed for Raytheon ALON (not 'High Scatter ALON") is typical of what
might be expected for a production material.

VISUAL AND MICROSCOPIC OBSERVATIONS

Table 3 summarizes visual observations of samples exposed to the rain fields. ALON and
Raytheon spinet were undamaged, while sapphire suffered some pitting at UDRI. "High scatter'
ALON also suffered some pitting, but this Is not representative of a production-quality material and
we dismissed this resut. Coors spinel, lanthana-doped ytta, and TAF glass were extensively
damaged.

A number of the eroded specimens were examined with light microscopy at the Naval
Weapons Center (NWC). Five of the Coors spinel samples run at NADC were examined by eye
and the most damaged one had three obvious nicks In it. Figure 1 Is a photograph of the disk at
very low magnification; two damage sites are visible. It Is nolfworthy that the vast majority o the
surface of this disk Is undamaged, A photomicrograph of the largest flaw In Figure I is shown in
Figure 2. Figure 3 shows the flaw near the center of the disk In Figure 1. Photographs of Coors
spinet and ser;phire run at UDRI are shown In Figures 4 through 7. Although the current
poducion-quality ALON from Raytheon was not damniqed in the rain field, the high sc-"+er ALON
was damaged; a photomicrograph of a flaw is shown In l-h'ure 8. Figures 9 and 10 show two
different damage sites on a tanthara-doped yftft disk run at UDRI.

The fracture origins of several anthana-doped yttrla samples were examined. In one
case. the fracture origin was found to be on the back face suggesting an unusual stress pattern
perhaps related to the method of holding the lest specimen. Also edge fractures were noted
which probable were caused In the same manner. Upon closer examination of a sample in Table 3
showlng "b.yckface crazing," the defect was fouJnd to be a partial detamination. The supplier later
infosmed Js that this same defect had been observed in fabricating this series of specimens, The
delarr;nation phenomena was triggered by the rain erosion test In these specific specimens, but
may not be a characteristic of producion quaLity lanthana-doped yttria.

4
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OPTICAL SCATTER

Table 4 compares the total forward-integrated optical scatter of each sample measured
before and after exposure to the rain field. Among the samples tested at UDRI, the only barely
significant change occurred in Coors spinel, for which the average scatter at 0.647 pm increased
from 6.2 to 6.8%. The near-infrared scatter of these same samples at 1.15 ptm was not
significantly changed. No other material tested at UDRI had any significant change in scatter.
Among the samples from NADC, only lanthana-doped yttria had an Increase of scatter (at both
0.647 and 1.15 un wavelengths). However, all NADC samples had obviously not been handled
carefully at NADC and required cleaning at NWC before scatter was measured after the rain
erosion test. The Increased scatter may be a result of mishandling, not rain erosion.

Scatter measured directly at a damage site of une TAF glass sample was greatly increased
over the scatter of undamaged material. However, since the fraction of surface of any sample that
was damaged is small, there is little change in average scatter for any material in any test.

CONCLUSIONS AND DISCUSSION

The principal conclusions are

1. ALON, Raytheon spinel, and sapphie survived these rain erosion tests with little
damage.

2. Coors spinal, lanthana-doped yttria, and TAF glass were all damaged by these rain
erosion conditions.

3. Optical scatter of unbroken samples Is changed tittle or not at all by the rain er;,sion
exposures of up to 40 minutes at 220 nVs (500 fnth, Mach 0.64).

The samples used in these expetimrds are about twice as thick (5.1 m) as a missile
dome. Therefore, the absolute optical-scatter levels of undamaged samples are higher than what
might be expected for missile domes. Since some scatter oiginates in the bulk material ard some
at the surface, reducing the thickness by a factor of two will not necessarily reduce scatter by a
factor of two, because only the bulk comribution is halved.

The resistance to rain erosion that we observed in the present study is qualitatively
consistent with that of a previous study whose results are displayed In Figure 11 (Reference 4).
The data in the figure were derived from an experiment In which a 1.2-mm-diameter nylon bead
was p,"ctoted at each specimen at an Impact angle of 30 degrees from perpendicular. The
damage threshold is the speed at which surface damage first appeared, Consistent with the
present study, sapphire, ALON, and Raytheon spinel have hIgh-threshold velocities for impact
damage, and lanthana-doped yttria has a lowerlhreshold velocity. Coors spinel withstood
damage better in the previous tests than It did In our studies.

The v'.:.,,ess of ALON cited In Table 1 (1910 kg/mm 2) Is based on manulacturers data.
We measur;d the Knoop hardness of one of the low-scatter Raytheon ALON disks after it
survived rain erosion testing and found a value of 1482 ± 135 kg/mm2 (Table 5, sample 27225).

5
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This hardness is lower than the value in Table 1, but this disk demonstrated that it could survive
the rain-erosion test with no damage. Subsequent to the rain-erosion tests, Raytheon modified
its ALON production process to further reduce the scatter. Raytheon provided us with two
thinner ALON disks with exceptionally low scatter, as shown in Table 5 (samples B-1 and C-1).
The hardness of aample B-1 was essentially the same as that of sample 27255 that survived rain-
erosion testing. The fracture toughness of sample B-i was somewhat less than that of sample
27255. Taken together, the data suggest that the process used by Raytheon to decrease the
scatter of ALON will not greatly reduce the rain erosion resistance below that of the samples we
have tested.

- 1 " '6



NWC TP 7098

REFERENCES

1.W. F. Adler. "Rain Erosion Testing* in Proceedings of SPIE-The International Society for
Optical Engineoring, OrlandD, Fla., 27-29 March 1989, ed. by P. Klocek, 1112 (1989),
pp. 275-294.

2. P. C. Archibald and H. E. Bennett. *Scattering From Infrared Missile Domes,* Opt. Eng., 17
(1978), pp. 647-651.

3. Naval Wcapons Center. Optical, Therrria/ andlMechanical Properties of Yttria and Lanthana-
Doped Vidia, by D. C. Harris and W. R. Compton. China Lake, Calif., NWC, September 1989.
112 pp. (NWC TP 7002, publication UNCLSSIFIED.)

4. W. F. Adler and J. A. Cox, High Velocity Rain Erosion Effects on Optical Sensor Windows,"
presented at the IRIS Materials Specialty Group Meeting, June 1987.

7



NWC TP 7098

TABLE 1. Properties of Candidate Dome Materials Near Room Temperature.a

La-doped

Properties ALON Spinel yttria Sapphire MgF2

Knoop hardness, kg mm "2  194 3 1610 (Raytheon) 730 2200 580
1400 (Coors)

Flexural strength, MPa 300 190 210 400 100

Young's modulus, GPa 317 '93 164 379 115

Poisson ratio 0.24 0.26 0.30 0.29 0.30

Thermal conductivity,
Wm-1 K-1  13 15 5 24 12

Expansion coefficient,
(10.6 0)(25-1000-C) 8 8 8 9 11

Density, g/mL 3.68 3.57 5.13 3.98 3.18

Heat capacity, J g-1 K- 1  0.92 0.48 0.90

Melting point, K 2410 2410 2700 2310 1540

Thermal-shock figure
of meritb 1.2 1.4 0.6 2.0 0.7

Refractive index at 4 .Lm 1.64 1.68 1.84 1.67 1.35
a Strength Is strongly dependent on processing. Both strength and hardness depend

on the method of measurement. Most properties in this table vary significantly with
temperature.

b Thermal-shock figure of merit Is defined as (strength)(1-v)(k)/(ctE), where v
Is Polsson's ratio, k Is thermal conductivity, a Is the thermal expansion coefficient, and
E is Young's modulus. Greater values of the thermal-shock figure of merit Imply
greater resistance to failure due to thermal shock. Units are (MPa)(W m-1 K-')/
(K" )(GPa) - W/km.

9
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TABLE 2. Forward Total Integrated Scatter of Rain Erosion Samples.

Scatter, % a

Material 0.647 m 1.15 m 3.39 im

_Samples for UDRI

Crystal Systems sapphire 0.029 ± 0.012 0.019 ± 0.009

Raytheon ALONb 1.9 ± 0.3 2.8 ± 0.2 1.05 ± 0,06

Raytheon high scatter ALON 17.8 ± 9.6 17.7 ± 8.8

Raytheon spinel c  3,3 ± 1.0 2.0 ± 1.1 0.76 ± 0.37

Coors spinel 6.3 ± 1.3 3.7 ± 0.6

GTE yttrlad 4.0 ± 1.9 2.5 ± 1.2 0.94 ± 0.28

TAF glass 0.18, 0.16 0.12 0.09 ... ..... ...

-- . .am- Samples for NADC

Crystal Systems Sapphire 0.020 ± 0.006 0.015 t 0.004

Raytheon ALON 2.3 ± 1.1 3.0 t 1.3

Raytheon Spinel 2.0 ± 0.2 0.88 ± 0.02

Coors Spinel 8.1 ± 3.0 4.9 ± 2.3

GTE Ytda 4.6 ± 0.1 3.0 ± 0.1
STAF 2-.ass .- , 0,13 -± 0,04 '0.086 t 0.029' Table gives average scatter (and standard deviation) for Ln 5,t-am-thick

specimens of each material. Only five sarnpes of Raytheon spinel for NADC test were
available.

b Average transmission is 864% (± 0.8) at 0.647 gim and 87.4% (± 0.7) at

3.39 im.
ICAvrage transmission is 82.6% (± 1.4) at 0.647 plm, 85.6% (± 1.2) at 1.15

tIm, and 88.5,4 (± 0.6) at 3.39 pim.
d Average transmission is 80.9% (1 1.0) at 0.647 po, 82.0% (± 0.6) at 1.15

pim. and 81.9% (± 2.1) at 3.39 .m.

10
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TABLE 3. Summary of Visual Damage in Rain Erosion Tests.

UDRI NADC

Material Time, min Comments Time, min Comments

Sapphire 20 No damage 20 No change
(Crystai 20 No damage 20 No change
Systems) 20 No damage 25 No change

20 No damage 25 No change
25 Very slight pitting 30 No change
25 Very slight pitting 30 No change
30 Pitting 35 No change
30 Pitting 35 No change

40 No change
40 No change

ALON 10 No damage 20 No change
(Ra>l heon) I 0 No damage 20 No -hange

20 No damage 25 No change
22 No damage 25 No change
30 No damage 30 No change
30 No damage 30 No change
40 No damage 35 No change
40 No damage 35 No change
40 No damage 40 No change
40 No damage 40 No change

High-scatter 20 No damage
ALON 20 No damage
(Raytheon) 20 No damage

20 No damage
25 Slight pitting
25 Slight pitting
30 Pitting
30 Pittinq

SpInel 5 No damage 20 No change
(Raytheon) 5 No damage 25 No change

10 No damage 30 No change
10 No damage 35 No change
15 No damage 40 No change
15 No danmage
20 No damage
20 No damage
40 Nc damage

1 40 No damage

11
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TABLE 3. (Coaitd.)

UDRI NADC

Material Time, mlin Comments Time, min Comments

Spine[ 5 Very slight pitting, 15 Surface pits
(Coors) erosion damage

5 Very slight pitting, 15 Sample broke
erosion damage

10 Slight pitting, 20 Sample broke
erosion damage

10 Slight pitting, 20 No change
erosion damage

15 Pitting, cratering, 20 Small surface pits
erosion damage

15 Pitting, cratering, 25 Sample broke
erosion damage

15 Pitting, cratering, 25 Sample broke
erosion damage

15 Pitting,
erosion damage

20 Pitting,
erosion damage

20 Pitting,
erosion damage

Lanthana-Doped $ No damage 10 Sample pitted,
Yttria (GTE) edge fractured

5 No damage 10 Sample broke
10 No damage 15 Sample broke
10 No damage 15 Sample pitted,

small edge fracture
15 Slight pitting,

1 crater, 20 Sample pitted,
erosion damage small edge fracture

15 SUght pitt!ng, 20 Sample pitted,
erosion damage smi edge fracture

20 Pitting,
backface crazing.
erosion damage,
2 craters

20 Surface milrocracks,
pitting,
backlace crazing,
erosion

40 Surface mlcrociacks,
pitting,
erosion damage

40 Surface mcocracks,
pitting,
backlace crazing,
erosion I__ _ _

12
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TABLE 3. (Contd.)

UDRI NADC

Material Time min Comments ime, min Comments

TAF-1 glass 5 %'light pitting, 10 Sample broke
(Hoya) erosion damage
(Shaffer Omni Slight pitting, 10 Surface eroded,

- Systems erosion damage edge chipped
fabrication) & cracked

5 Pitting, '15 Surface eroded,
erosion damage edge chipped

5 Pitting, 15 Sample broke
erosion damage

7.7 Pitting, 20 Sample broke
erosion damage

7.7 Specimen fractured 20 Sample broke
at 2 min

20 Pitting,
surface microcracks
erosion damage,
cratering

20 Pitting,
surface microcracks
erosion damage,

--- _ __-_craterin_

13
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TABLE 4. Forward Total Integrated Scatter Measured
Before and After Rain Erosion Tests.

647 am  1 1.15Lm 3.39

Time, min i  Comments Before I After Before I After Before- After
____-____Sapphire (Crystal Systems)

UDi

20 Nodamage 0.019% 0.020% 0.012% 0.023% ...
20 No damage 0.043 0.020 0.029 0.024 ... ...
20 No damage 0.031 0.012 0.015 0.016
20 No damage 0.016 0.018 0.010 0.021 ...
25 Very slight pitting 0.038 0.055 0.028 0.038
25 Very slight pitting 0.048 0.026 0.035 0.032 ...
30 Pitting 0.016 0.072 0.011 0.051 ... ...
30 Pitting 0.037 0.015 0.027 0.021 ...

Avera le change of scatter -0.001 +0.007 -

20 No change
20 No change Individual changes in scatter are not known
25 No change
25 No change At 0.647 pm
30 No change Average scatter before test - 0.020 ± 0.006%
30 No change Average scatter after test - 0.016 : 0.008%
35 No change
35 No change At 1.15 lam
40 No change Average scatter before test - 0.015 ± 0.004%
40 No change Average scatter after test 0.015 ± 0.004%

-. .ALON (Raythe n)-

10 No damage 1.7% 1.7% 2.6% ,,. 1.0% 0.9%
10 No damage 2.1 2.2 3.0 ... 1.1 1.0
20 No damage 2.2 2.2 3.1 ... 1.1 1.0
20 No damage 2.0 1.9 2.9 ... 1.1 1.0
30 No damage 2.0 1.8 2.9 ... 1.0 1.0
30 No damage 2.1 1.8 3.1 ... 1.1 1.0
40 No damage 1.6 1.6 2.7 .,. 1.0 0.9
40 No damage 1.5 1.6 2.5 ... 1.0 0.9
40 Nodamage 1.7 1.8 2.7 ... 1.0 0.9
40 No damage 1.6 2.0 2.8 .. , 1.1 1.0

Average change of scatter 0.0 -0.1

14
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TABLE 4. (Contd.)

647 m  1
Time, mini Comments IBefore After I Before After Before After

ALON (Raytheon)

20 No change 0.7% 0.5% 1.1% 1.2% ..
20 No change 3.1 2.6 4.1 4.5 ..
25 No change 0.8 0.5 1.1 1.1 ..
25 No change 2.2 1.7 2.9 3.2 ..
30 No change 3.3 2.8 4.1 4.3 ..
30 No change 3.2 2.8 4.2 4.6 ..
35 No change 2.9 2.4 3.8 4.2 ..
35 No change 2.5 1.6 2.9 3.1
40 No change 3.3 2.4 4.1 4.2 ..
40 No change 0.9 0.5 1.3 1.4

Average change of scatter -0.5 +0.2
High-Scatter ALON Raytheon)

20 No damage 23.8% 22.8% 23.0% 23.2% ...
20 No damage 4.7 4.0 5.6 5.8 ..
20 No damage 4.2 4.2 5.4 5.6
20 No damage 7.0 28.3 27.1 27.9 ..
25 Slight pitting 2.7 22.9 21.7 22.5
25 Slight pitting 5.1 25.5 24.2 25.0
30 Pitting 6.3 27.3 25.9 26.9 .
30 Pitting 11.1 21.2 20.5 20.8 ..

Avoeage chang0 of sgatter -+0.2 +0.5-
.... Sp nel (Ratheon)

5 No damage 3.1% 3.6% 1.7% ... 0.7% 0.7%
10 No damage 2.5 2.9 2.7 ... 0.6 0.610 No damage 3.8 4.2 1.2 ... 1.0 1.0
15 No damage 2.6 2.8 1.4 ... 0.5 0.5
15 No damage 3.4 3.2 1.7 ... 0.6 0.6
20 No damage 2.8 2.8 1.3 ... 0.6 0.6
20 No damage 2.7 2.9 1.5 ... 0.6 0.6
40 No damage 3.3 3.3 1.8 0.7 0.7
40 No damage 2.6 2.8 1.3 ... 0.6 0.6
Avera -e chanqe of scatter +0.3 010

20 No change 1.8% 1.8% 0.9% 0.9%
25 No change 2.1 2.1 0.9 0.9 ... ...
30 No chanqe 2.2 2.2 0.9 0.9 ... ...
35 No change 2.1 2.3 0.9 1.0 ..
40 No change 2.0 2.1 0.9 0.9 ... ...

Averag, change ol szatter +0.1 0.0
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TABLE 4. (Contd.)

647 wn 1.15 jim 3.39 m

Time, mnm I Comments 16etore After Before Aterfter

Spinel (Coo s)

U RI
5 Very slight pitting, 7.5% 7.9% 3.8% 3.8% ...

erosion damage
5 Very slight pitting, 6.2 7.0 3.3 3.6 .. ..

erosion damage
10 Slight pitting, 4.8 5.2 3.3 3.4 ...

erosion damage
10 Slight pitting, 8.0 8.9 4.5 4.7 ..

erosion damage
15 Pitting, cratering, 4.5 5.8 3.4 3.6

erosion damage
15 Pitting, cratering, 7.9 7.9 4.5 4.4 ....

erosion damage
15 Pitting, cratering, 7.0 7.7 4.0 4.2 ....

erosion damage
15 Pitting, 6.5 7.4 4.0 4.1 ...

erosion damage
20 Pitting, 4.9 5.2 2.4 2.5

erosion damage
20 Pitting, 5.2 5.4 3.4 3.4

erosion damage

SAvera ie change of scatter +0.6 0.1

15 Surface pits 6.6% 6.8% 3.6% 3.6%
"15 Sample broke 5.4 ., 3.8
20 Sample broke 11.9 .. 7.5
20 No change 6.8 618 3.8 3.7
20 Small surface pits 7,0 6.9 4.1 3.9
25 Sample broke 14.2 ... 9.9
25 Sample broke 7.0 ,,, 4.1

Average chaMe of scatter 0.0 0.,
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NWC TP 7098

TABLE 4. (Contd.)

647 Um 1.15 .m 3.39 Lim

C, mini comments Before After Before After Befor

Lanthana, d Ytda (GTE)

5 No damage 2.3% 2.4% 1.4% ... 0.7% 0.6%
5 No damags 2.2 2.5 1.4 ... 0.8 0.8
10 No damage 6.9 7.0 3.9 ... 1.0 1.2
10 No damage 4.7 5.0 2.8 ... 0.9 1.0
15 Slight pitting, 3.1 3.4 1.6 ... 0.9 1.0

1 crater,
erosion damaje

15 Slight pittirg, 2.5 3,0 1.6 ... 0.9 0.9
erosion damage

20 Pitting, 6.4 6.8 3.9 1.1 1.2
backlface crazing,
erosion dermage,
2Z craters

20 Surface ftroctks, 2,6 2.9 1.5 0.8 0.8
pitting,
backface crazing,
erosion

40 Surace rnMcrocracks, 34 3.8 2,0 0.7 1.1
pitting,
erosion darnaty

40 Sutfacef mncrorwcks, 6.3 6.4 4.5 1.6 2.0
pitting,
backlace Crazing,
erosion

.. Avera .e change of scatter .. +0.3 - +0.1

10 Sample pitted, 4.3% 5.4% 2.8% 3.8%
edge fractufed

10 Samp ebroke 4.( [ ... 3.1 ... ... ...
15 Sanple broke 4.6 . 3.0 ... ...
15 Sanp!e pted,

small edge 4.5 5.3 3.0 3.8 ... ...
fracture

20 Sample pitted,
small edge 4.7 5.8 3.0 4.1 ... ...
fracLvre

20 Sample pitted,
sm u e dg er u  4.7 6.0 3.3 4.5 ... ...

Avorag2 chancle of scatter +0.8 +1.0
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NWC TP 7098

TABLE 4. (Contd.)

-647 w 1 1.15 pLm 3.39 gm

lime, min Comments Before I After Before After Before F After

TAF-1 Glass (Hoya) (Shaffer Omni Systems Fabrication' -

UDMI

5 Slight pitting, 0.08% 0.10% 0.09% 0.09% ... ...
erosion damage

5 Slight pitting, 0.47 0.17 0.26 0.16 ... ...
erosion damage

5 Pitting, 0.20 0.22 0.18 0.18
erosion damage

5 Pitting, 0.47 0.11 0.30 0,12 ......
erosion damage

7.7 Pitting, 0.07 0.08 0.04 0.69 ...
erosion damage

7.7 Specimen fractured 0.04 ... 0.05
at 2 min

20 Pitting, surface 0.08 0.31 0.05 0.21
microcracks
erosion damage,
cratering

20 Pitting, surface 0.14 0.61 0.08 0.43 ... ...
microcraks
erosion damage,
cratering

Averaae change of scatter .0.01 +0.13

10 Sample broke 0.06% ... 0.04% ...
10 Surface eroded, 0.12 ... 0.06

edge chipped
& cracked

15 Surface eroded, 0.11 0.08
edge chipped

15 Sample broke 0.10 0.08
20 Sample broke 0.18 ... 0.13
20 !Sample broke 0.13 ... 0.10 ... -

18



NWC TP 7098

TABLE 5. Comparison of Raytheon ALON Specimens.

Thickness, Forward total I red scatter Knoop hardness, Fracture

Sample rn 0.647 am 3.39 am kqImm2  touahness MPaVrM

2 7 22 5 a 5.1 1.72 ± 0.06% 0.97 ± 0.3% 1482 ± 135 b  1.49 ± 0.20 c

B-1 2.0 0.25 ± 0.02% 0.05 ± 0.02% 1499 ±:114 d  1.20 ± 0 .10C

C-I 2.0 0.14 ± 0.02% 1 0.06 ± 0.02% ... 1 .

a Sample 27225 survived 10 min in the UDRI rain field.
b 3 1 measurements, 300-g load.
c 5 measurements, 300-g load.
d 17 measurements, 300-g load.
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NWC TP 7008

8, 91
Natloni
Wasbin6',l

FIGURE 1. Coors Spinel Specimen No. 7 Run at NADC for 15 min.

FIGURE' 2. Photomicrograph ol Largost Flaw on Disk in Figure 1 Taken
in rranrnitl-d Light Botween Crossed Polarizers at 100x.
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NWC 11- 7098

FIGURE 3. Photomnicrograph of Flaw in Center of Disk in Figure 1 Taken
in Transmitted Light Between Crossed Polarizers at 1l00x.

22s

iftnfl9 D. C.2 3

FIGURE 4. Coors Spinet Specimen No. 24362 Run at UDRI for 20 min.
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NWC TP 7098

44,

FIGURE 5. Photomicrograph of Flaw on Disk in Figure 4 Taken in
Reflected Nomarski (Differential Interference Contrast) at 200x.

-Bur

. iD, ,. 0 I

FIGURE 6. Photograph of Sapphire Specimen No. 24345
Pun at UDRI for 30 min.
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FIGURE 7. Photomicrograph of a Flaw on Sapphire Specimen No. 24343
Run at UDRI for 25 min. Micrograph was taken in reflected Nomarski
(aifferenlial interference contrast) at 160x.

FIGURE 8. Photomnicrograph of a Flaw on Raytheon High-Scatter ALON
'prn,-r No. 24353 Run at IJDRI for 25 min Micrograph was taken in

r&' '.r f' t rlrnar.k i (difto r,,ial interference ,ontrast) at 160x.
24



NWC TP 7098

FIGURE 9. Photomicrograph of Damage on GTE Lanthana-Doped Yttria
Specimen No. 27242 Run at UDRI for 20 rain. Micrograph was taken in
reflected Nomarski (differential interference contrast) at 160x.

FIGURE 10. Photomicrograph of Damage on GTE Lanthana-Doped
Yttria Specimen No. 27242 Run at UDRI for 20 min. Micrograph was
taken in reflected Nomarski (differential interference contrast) at 1 60x.
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6Crystal Sysiems

Sapphire
M M

5 Raytheon ALON

C4
Coors Spinel Raytheon Spinel

I
-3

I--uJ

102 -

u,. GTE Lanthana-Doped Yttria

01
S0 * ,, i*, , ,

0 i;00 1000 1500 2000 2500

KNOOP HARDNESS, kg/sq mm

FIGURE 11. FracturaThres-okl for Damage by 1 .2-mimDiamneter Nylon Bead
as a Function of Mtadal Hardness (RKference 4).
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(3) DTIC AD Number: AD0022411
(4) Authority: NAWCWD
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(4) Authority: OPNAV 5513.16-2,3
(5) Date of change: 9 May 2001
(6) Change: Document classification (C), change to (U) - Distribution Statement "C"

c. RAIN EROSION STUDIES OF SAPPHIRE, ALUMINUM OXYNI1'RIDE, SPINEL,
LANTHANA-DOPED YTTRIA, AND TAF GLASS.

(1) Author/s: Harris, Daniel; Hills, Marian; Archibald, Philip; Schwartz, Robert
(2) Date of'Document: 01 Jul 1990
(3) DTIC AD Number: Ag eto- '-r, / /'C£ e(l
(4) Authority: Approved fbr public release by originating command
(5) Date of change: 15 Fob 2005
(6) Change: Distribution Statement "D", change to Distribution Statement "A"



FROM :NAWCUD CHINA LAKE PERSEC FAX NO. :60-939-E04 lar. 09 205 08:59AM P3

Subj: DOCUMENT STATUS CHANGE ACTION

d. COMPARATIVE SAND AND RAIN EROSION STUDIES OF SPINEL, ALUMINUM
OXYNITRIDE (ALON), MAGNESIUM FLUORIDE, AND GERMANATE GLASS.

(1) Author/s: Han-is, Daniel C
(2) Date of Document: 01 Aug 1993
(3) DTIC AD Number: ADB 175668
(4) Authority: Approved for public release by originating command
(5) Date of change: 15 Feb 2005
(6) Change: Distribution Statement "C", change to Distribution Statement "A"

2. The point of contact for this action is Mr. John Trowbridge, Information Security, (760) 939-
0987, DSN 437-0987.

LINDA G. HALL


